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Техническое задание

на поставку сернистого ангидрида.
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CepTtudmkaTt kayecTsa [1ByoknCh Cepbl

Quality sertificate Sulphur Dioxide

Specification Cneuudurayun

SO: - concentration over 99,9% KowueHTpauys SO: Gonee 99,8%

Evaporation residue max. 0.01% OcraTok oT ycnapeHus makc. 0.01%
SFS 3787 SFS 3787"

As max. 0,0000015% As Makc. 0,0000015%

H:S04 max. 0,01% HzS04 makc. 0,01%
SFS 3787 SFS 3787"

H;0 max. 0,01% Hz0 makc. 0,01%
SFS 3788 SF§ 3788*

Sample taken according to SFS 3786 Ort6op npob SFS 3786"

Appearance liquefied gas CXAKEHHSIR a3

(* ouHCKui crarapT)
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